








stress jumps  and rheoconfocal(PDMS matrix)
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Typically these materials can undergo 
(reversible) solid-liquid transitions

Typical feature are a yield stress 
and ageing + thixotropic behaviour

more precisely the undergo an
elasto-plastic transition

which depends on stress and time
be careful how you measure and use 

the yield stress


